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QUALITY ASSU

InvoiceNo.:HT240112SH
Commodity Size Lot No. Mfg. Date Specification Date of Issue
il % M it = il [ 1] # i K AT H M
ER70S-6 Welding Wire 1.2mm/15kg K24G0112 2024.02.17 EN ISO 14341 AWS A5.18 2024.02.21
CHEMICAL COMPOSITION 1k 22 Hi 7 (%)
geme“;j\ C Mn Si P s Cu Ni cr MO v
Requirement 0.06~ 1.40~ 0.80~ MAX MAX MAX MAX MAX MAX MAX
b i 0.15 1.85 1.15 0.025 0.025 0.5 0.15 0.15 0.15 0.03
Actual
ééz 0.085 1.62 0.97 0.006 0.010 0.096 0.008 0.009 0.016 0.007
Tensile Test of Deposited Metal Irnpa;::%Tis;t c;EfFD%po‘sJigegAMetM Welding Condition
I A 17 W ) o L Soundness PCREC S SRS
Test Require " . - - Test
Y}Igg&g;c;;nt Ten;;%eﬁsggggth Elg%a}’%on T%Sgﬁ-ggg' Imp;?j(;";\l/j?lue BRI | Type of Current | Amperage |Arc. Voltage|  Wire
- - . CERMPEES R | HRITHE | AR
MPa MPa % C J
Requirement MIN MIN MIN MIN I
bR 1 420 500 22 -30 27
A‘iu‘{hﬁsa““ 489 577 30
Sl -30 A\ T
Remarks \“ \.\“
% iE Pt ENISO 14341 AWS A5.18 4
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